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	MSFC Problem Reporting and Corrective Action (PRACA) System

	WHOLE RECORD REPORT( + ADDENDUM)




	MSFC Record #
A02790 
	In-Flight Anomaly Number
-- 
	Contractor Report Number
T-021 
	JSC#
-- 
	KSC#
-- 

	Problem Title
EPOXY PRIMER LIFTED WITH REMOVAL OF POLY-TAPE 

	EICN#
-- 
	ELEMENT
ET 
	Contractor
MMMSS 
	FSCM#
-- 
	FCRIT
3 

	HCRIT
-- 
	Sys_Lvl
N 
	Misc Codes
A B (X) C D E F G H I J K L M N O 

	HARDWARE
EIM 
	NOMENCLATURE
N/A 
	PART#
N/A 
	SER/LOT#
N/A 
	MANUFACTURER
N/A 

	HARDWARE
LRU 
	NOMENCLATURE
N/A 
	PART#
N/A 
	SER/LOT#
N/A 
	MANUFACTURER
N/A 

	HARDWARE
NCA 
	NOMENCLATURE
POLY-TAPE 
	PART#
MMS J 414 
	SER/LOT#
N/A 
	MANUFACTURER
3M 

	Test/Operation
M - MFG 
	Prevailing Condtion
-- 
	F / U
UC 
	Fail Mode
-- 
	Cause
-- 

	System
THERMAL 
	Defect
-- 
	Material
-- 
	Work Contact
A. DAECH 
	Fail Date
03/26/1981 

	Received at MSFC
04/21/1981 
	Date Isolated
-- 
	FMEA Reference
1.2 
	IFA: Mission Phase
-- 
	Mission Elapsed Time
-- 

	Location
MAF 
	Symptom
-- 
	Time Cycle
-- 

	Effectivity Text
ET-005 AND SUBS 

	Vehicle Effectivity Codes

	Vehicle 1
-- 
	Vehicle 2
-- 
	Vehicle 3
-- 
	Vehicle 4
-- 
	Vehicle 5
-- 

	Mission Effectivity Codes

	Mssn 1
-- 
	Mssn 2
-- 
	Mssn 3
-- 
	Mssn 4
-- 
	Mssn 5
-- 

	Estimated Completion Dates

	MSFC Approved Defer Until Date
-- 
	Contractor Req Defer Until Date
-- 
	LVL 3 Close
-- 
	Remark / Action
-- 

	Investigation / Resolution Summary


	Last MSFC Update
10/07/1987 
	CN RSLV SBMT
08/31/1982 
	Defer Date
-- 
	Add Date
-- 
	R/C Codes
2 - MFG -- -- 

	Assignee

	Design
B. DAVIS 
	Chief Engineer
-- 
	S & MA
D. NEWMAN 
	Project
G. CAVALARIS 
	Project MGR
-- 

	Approval

	Design
H. COLDWATER 
	Chief Engineer
-- 
	S & MA
D. NEWMAN 
	Project
P. BRIDWELL 
	Project MGR
-- 

	PAC Assignee
M. GLASS 
	PAC Review Complete
MG 
	MSFC Closure Date
11/17/1982 
	Status
C - CLOSED 
	F/A Completion
-- 

	Problem Type
-- 
	SEV
-- 
	Program Name
-- 
	REVL
-- 
	OPRINC
-- 

	FUNC MOD
-- 
	Software Effectivity
-- -- -- -- -- 
	Software Fail CD
-- 
	SUBTYPE
-- 
	Software Closure CD
-- 

	RES PERSON L2
-- 
	Approval Signature L3
-- 

	Related Document Type
-- 
	Related Document ID
-- 

	Related Document Title
-- 

	Related Document Type
-- 
	Related Document ID
-- 

	Related Document Title
-- 

	Related Document Type
-- 
	Related Document ID
-- 

	Related Document Title
-- 

	Contractor Status Summary


	Reliability/Quality Assurance Concerns, Recommendations:


	Problem Description
MMS J-414 TAPE IS USED TO MASK EPOXY PRIMED ALUMINUM PARTS DURING TPS

OPERATIONS AND PRIMER WET TAPE TESTING. IN SEVERAL INSTANCES, EPOXY

PRIMER HAS BEEN LIFTED OFF OF THE ALUMINUM SUBSTRATE WHEN THE TAPE WAS

REMOVED

	Contractor Investigation/Resolution
4/27/82 CAUSE - MTRLS ENGR'G CONCLUDED THE PRIMARY CAUSE OF PRIMER

DAMAGE BY MMS J-414 TAPE IS SUFFICIENT EPOXY CURE (REF MEMO

3615-81-089). LOW LEVEL CONTAMINATION WAS ALSO FOUND TO BE A CON-

TRIBUTING FACTOR (REF 3516-81-241). 9/7/82 RESOLTUION - MMS-J-414 &

MMS-J-546 TAPES WERE TESTED, NEITHER WAS FOUND TO CONTRIBUTE TO PRIMER

DAMAGE. TESTING PROVED NEITHER TAPE CAPABLE OF REMOVING FULLY CURED &

BONDED PRIME. THE PRIMARY REASON FOR PRIMER FIALURE WAS CONTAMINATION

PRIOR TO PRIMER APPLICATION. SOURCES OF CON- TAMINATION ARE TAPE

RESIDEUE, ADCOAT MASKANT RESIDUE, FINGER PRINTS, OIL OR CLEANING

SOLUTION DRIPS.TAPE & MASKANT RESIDUES ARE PROBABLY THE CAUSE OF

ISOLATED PRIMER FAILURE AROUND KEENSERTS & FAYING SURFACES. RECURRENCE

CONTROL - PI-3004 WAS REVISED TO CHANGE THE METHOD OF EPOXY PRIMER

CATALYZATION TO PRO- VIDE A BETTER CURE. PRODUCTION & QC PERSONNEL

INSTRUCTED TO BE MORE DILIGENT IN MANUAL CLEANING EFFORT. PRODUCTION

SUPERVISION & QC INFORMED TO ENFORCE THE "NO BARE HANDS ON ALUM."

REQMT. ATTEMPTS HAVE BEEN MADE TO ISOLATE OVERHEAD CRANE OIL LKGE,

ADDITIONAL DRAIN HOLES PROVIDED, INSPEC-TIONS OF PLATFORMS FOR STANDING

WATER/SOLUTIONS TO BE MADE PRIOR TO LOWERING. 9/14/82 - CLOSURE

DISTRIBUTED

	MSFC Response/Concurrence





	MSFC Problem Reporting and Corrective Action (PRACA) System

	ASSESSMENT ADDENDUM REPORT




	MSFC Report#
A02790 
	IFA#
-- 
	Contractor RPT#
T-021 
	JSC#
-- 
	KSC#
-- 
	EICN#
-- 

	Asmnt Part#
-- 
	Asmnt Part Name
-- 
	Asmnt Serial/Lot#
-- 

	HCRIT CD
-- 
	FCRIT CD
-- 
	CAUSE CD
-- 
	FAIL MODE
-- 

	Asmnt FMEA
-- 
	Asmnt FM
-- 
	FMEA CSE
-- 
	FMEA SCSE
-- 

	Asmnt FMEA
-- 
	Asmnt FM
-- 
	FMEA CSE
-- 
	FMEA SCSE
-- 

	Asmnt FMEA
-- 
	Asmnt FM
-- 
	FMEA CSE
-- 
	FMEA SCSE
-- 

	Correlated Part#
-- 
	Correlated Part#
-- 
	Correlated Part#
-- 

	Associated LRU#
-- 
	Associated LRU#
-- 
	Associated LRU#
-- 

	MAJOR DESIGN CHANGES

	APRV DATE
-- 
	DESCRIPTION OF CHANGES
-- 

	ASSESSMENT TEXT



