	MSFC Problem Reporting and Corrective Action (PRACA) System

	WHOLE RECORD REPORT( + ADDENDUM)




	MSFC Record #
A07258 
	In-Flight Anomaly Number
-- 
	Contractor Report Number
T-036 
	JSC#
-- 
	KSC#
-- 

	Problem Title
OIL CONTAMINATION BETWEEN SKIN & DOUBLER 

	EICN#
-- 
	ELEMENT
ET 
	Contractor
MMMSS 
	FSCM#
-- 
	FCRIT
3 

	HCRIT
-- 
	Sys_Lvl
N 
	Misc Codes
A (2) B C D E F G H I J K L M N O 

	HARDWARE
EIM 
	NOMENCLATURE
EXTERNAL TANK 
	PART#
82601000000 
	SER/LOT#
LWT-13 
	MANUFACTURER
MMC 

	HARDWARE
LRU 
	NOMENCLATURE
N/A 
	PART#
N/A 
	SER/LOT#
N/A 
	MANUFACTURER
N/A 

	HARDWARE
NCA 
	NOMENCLATURE
SKIN DOUBLER 
	PART#
80913000401 
	SER/LOT#
N/A 
	MANUFACTURER
AVCO 

	Test/Operation
M - MFG 
	Prevailing Condtion
N - INSPECTION 
	F / U
UC 
	Fail Mode
MSI - INSULATION 
	Cause
MPE - MFG-PRC-ENVR 

	System
TPS 
	Defect
CN - CONTAM 
	Material
F - INSUL 
	Work Contact
R. MELLOR 
	Fail Date
07/27/1983 

	Received at MSFC
09/23/1983 
	Date Isolated
-- 
	FMEA Reference
1.2 
	IFA: Mission Phase
-- 
	Mission Elapsed Time
-- 

	Location
MAF 
	Symptom
UC - UNSAT 
	Time Cycle
-- 

	Effectivity Text
LWT-18 & SUBS 

	Vehicle Effectivity Codes

	Vehicle 1
-- 
	Vehicle 2
-- 
	Vehicle 3
-- 
	Vehicle 4
-- 
	Vehicle 5
-- 

	Mission Effectivity Codes

	Mssn 1
-- 
	Mssn 2
-- 
	Mssn 3
-- 
	Mssn 4
-- 
	Mssn 5
-- 

	Estimated Completion Dates

	MSFC Approved Defer Until Date
-- 
	Contractor Req Defer Until Date
-- 
	LVL 3 Close
-- 
	Remark / Action
-- 

	Investigation / Resolution Summary


	Last MSFC Update
05/16/1990 
	CN RSLV SBMT
09/11/1984 
	Defer Date
-- 
	Add Date
-- 
	R/C Codes
2 - MFG -- -- 

	Assignee

	Design
B. DAVIS 
	Chief Engineer
-- 
	S & MA
D. NEWMAN 
	Project
G. CAVALARIS 
	Project MGR
-- 

	Approval

	Design
J. NICHOLS 
	Chief Engineer
-- 
	S & MA
D. NEWMAN 
	Project
G. CAVALARIS 
	Project MGR
-- 

	PAC Assignee
M. GLASS 
	PAC Review Complete
MG 
	MSFC Closure Date
09/24/1984 
	Status
C - CLOSED 
	F/A Completion
-- 

	Problem Type
-- 
	SEV
-- 
	Program Name
-- 
	REVL
-- 
	OPRINC
-- 

	FUNC MOD
-- 
	Software Effectivity
-- -- -- -- -- 
	Software Fail CD
-- 
	SUBTYPE
-- 
	Software Closure CD
-- 

	RES PERSON L2
-- 
	Approval Signature L3
-- 

	Related Document Type
-- 
	Related Document ID
-- 

	Related Document Title
-- 

	Related Document Type
-- 
	Related Document ID
-- 

	Related Document Title
-- 

	Related Document Type
-- 
	Related Document ID
-- 

	Related Document Title
-- 

	Contractor Status Summary


	Reliability/Quality Assurance Concerns, Recommendations:


	Problem Description
OIL CONTAMINATION BETWEEN SKIN AND DOUBLER ON LWT-13 & 14. OIL ALSO

FOUND BETWEEN SKIN AND STRINGERS BELOW DOUBLERS

	Contractor Investigation/Resolution
CAUSE:(A) DURING MACHINING OPERATIONS AT AVCO, MASTANT PULLED BACK TO

ACCOMPLISH SPOTFACE MACHINING. (B) AVCO CLEANING PROCESS DOES NOT

REMOVE OIL FROM ENTRAPPED AREAS AFTER MACHINING OPERATIONS.11/21/83 PRB

STATUS - PLUG PULLS & ULTRAVIOLET LIGHT TESTS DID NOT REVEAL ANY

CONTAMINATION - LWT-4 CLEARED, INSPECTION AT KSC BY FEB. 1984 ON LWT-3,

5, & 6. 3/8/84 PRB STATUS - PERFORMED ULTRAVIOLET INSPECTION OF LWT-3

THRU 5 & 7 THRU 12. NO EVIDENCE OF HYDROCARBON CONTAMINATION. 9/11/84

CORRECTIVE ACTIONS - (1) TANKS BUILT PRIOR TO DISCOVERY OF OIL

CONTAMINATION LWT-3 THRU 12 WERE INSPECTED BY PLUG PULL TESTS IN LIKELY

AREAS OF OIL CONTAMINATION. NO FAILURES WERE ENCOUNTERED. (2) TANKS ON

WHICH SOFI WAS APPLIED AFTER THE PROBLEM WAS FOUND LWT-13 & 14 WERE

HEATED AND/OR SOLVENT WIPED PRIOR TO INTERTANK SOFI SPRAY. ADDITIONAL

LWT-13 THRU LWT-17 WERE VERIFIED CLEAN IMMEDIATELY PRIOR TO FOAM

APPLICATION BY VISUAL AND UV LIGHT INSPECTION. RECURRENCE CONTROL: (1)

IMPROVED MASKING OF PANELS DURING MILLING OPERATIONS (2) CUTTING OILS

NOT USED IN MILLING OPERATIONS BEGINNING WITH LWT-18 AND SUBS

	MSFC Response/Concurrence





	MSFC Problem Reporting and Corrective Action (PRACA) System

	ASSESSMENT ADDENDUM REPORT




	MSFC Report#
A07258 
	IFA#
-- 
	Contractor RPT#
T-036 
	JSC#
-- 
	KSC#
-- 
	EICN#
-- 

	Asmnt Part#
80913000401 
	Asmnt Part Name
SKIN DOUBLER 
	Asmnt Serial/Lot#
N/A 

	HCRIT CD
-- 
	FCRIT CD
3 
	CAUSE CD
MPE - MFG-PRC-ENVR 
	FAIL MODE
MI - INSULATION 

	Asmnt FMEA
N/A 
	Asmnt FM
N/A 
	FMEA CSE
N/A 
	FMEA SCSE
N/A 

	Asmnt FMEA
-- 
	Asmnt FM
-- 
	FMEA CSE
-- 
	FMEA SCSE
-- 

	Asmnt FMEA
-- 
	Asmnt FM
-- 
	FMEA CSE
-- 
	FMEA SCSE
-- 

	Correlated Part#
-- 
	Correlated Part#
-- 
	Correlated Part#
-- 

	Associated LRU#
-- 
	Associated LRU#
-- 
	Associated LRU#
-- 

	MAJOR DESIGN CHANGES

	APRV DATE
-- 
	DESCRIPTION OF CHANGES
-- 

	ASSESSMENT TEXT



